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PCB Laminate Specification

PCB laminate parameters

PCB code 4000148
Number of copper layers 2 layers
Laminate material FR4

Total board thickness 0.05mm

PCB stackup See Figure 1
Copper thickness See Figure 1
Surface finish Lead-Free HASL
C'ompillance with environmental ROHS
directives

Table 1: PCB substrate details

The PCB layer stackup order (from top layer and down) shall be as follows with reference to the
Gerber file extensions given below:

e Top layer: .GTL

e Bottom layer: .GBL
Stackup
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Figure 1: Elprint's 2 layer 2021-203406 stackup
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